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CADMIAGE CADMIUM PLATING ARUDY AIRBUS AIPS 02-04-002 5 168972
CADMIAGE CADMIUM PLATING ARUDY SAFRAN HELICOPTER ENGINES 

(TURBOMECA)
CCT 00522 J RQPS 300281925

CADMIAGE CADMIUM PLATING ARUDY SAFRAN LANDING SYSTEMS WB & SE 
(MESSIER BUGATTI)

IFC 40-831-01
IFC 40-831-05

7
2

AQPS N° 2016-077

CADMIAGE CADMIUM PLATING ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS 2101 3 KLL 2017-191
CADMIAGE CADMIUM PLATING ARUDY SAFRAN ELECTRICAL AND POWER RT 0.4.4.052 B 2023-131
CADMIAGE CADMIUM PLATING ARUDY SAFRAN AEROSYSTEMS (ZODIAC 

HYDRAULICS)
RT033 code 01 26 AQPS_2024_STI 

FRANCE_CP_SAO_117

CADMIAGE CADMIUM PLATING ARUDY RATIER FIGEAC FN 79 B 02/02/001/14365
CADMIAGE CADMIUM PLATING ARUDY GOODRICH 103-010

103-005
K
F

2011 80

CADMIAGE CADMIUM PLATING ARUDY DASSAULT AVIATION DGQT 0.4.2.0048 AD DGQT 59558
CADMIAGE CADMIUM PLATING ARUDY SPECIFICATIONS INTERNATIONALES AMS-QQ-P-416

EN 2133
G

2020

CADMIAGE CADMIUM PLATING ARUDY IAI PS231000
PS233400

W
D

Mail client

CADMIAGE CADMIUM PLATING ARUDY LIEBHERR MFT0539 1 MPH0302
CADMIAGE CADMIUM PLATING ARUDY EMBRAER UNIQUEMENT POUR LATECOERE NE 40-010 QUAL 1434/16
CADMIAGE CADMIUM PLATING ARUDY AIRBUS ATLANTIC SEP 015 B AQ-508-17
CADMIAGE CADMIUM PLATING ARUDY CESA EP-115 3 CER-160
CADMIAGE CADMIUM PLATING ARUDY NADCAP AC 7108 6285219681
CADMIAGE CADMIUM PLATING ARUDY SKF AMS QQ-P-416 G QPS 22-12
RETOUCHE TAMPON CADMIAGE CADMIUM BRUSH PLATING ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 

DOWTY)
PCS 2141 5 KLL 2017-191

RETOUCHE TAMPON CADMIAGE CADMIUM BRUSH PLATING ARUDY SAFRAN HELICOPTER ENGINES 
(TURBOMECA)

CCT 00599 D RQPS 300281925
RETOUCHE TAMPON SUR MCAC ET ZINC-
NICKEL

MCAC AND ZINC-NICKEL BRUSH PLATING ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS 2131
AMS 2451/9

6
D

STICP01-19

RETOUCHE LOCALE DE BRUNISSAGE 
(BLACKFAST 182)

LOCAL BLACK OXYDE REWORK 
(BLACKFAST 182)

ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS 2200 2 KLL 21/068_Ind1

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

AMS 2417
PCS 2132

Pr 1130

STICP01-19

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

AMS 2417
PCS 2133

Pr 1131

K
7
C

STICP01-19

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN LANDING SYSTEMS WB & SE 
(MESSIER BUGATTI)

AMS 2417
Pr 1130

2018-095

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN LANDING SYSTEMS WB & SE 
(MESSIER BUGATTI)

AMS 2417
Pr 1131

IFC 40-838-03

K
C
03

2018-095

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN LANDING SYSTEMS WB, SE & LG 
(MESSIER DOWTY & MESSIER BUGATTI)

AMS 2417
PCS 2132

Pr 1130

K
04
A

QPS2025-103

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN ELECTRONICS & DEFENCE (SAGEM) STG 3300417161
Pr-1130

03
A

AQPS_2021_M_691

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN ELECTRONICS & DEFENCE (SAGEM) STG 3300687128
Pr-1131

AQPS_2021_M_691
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ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN AEROSYSTEMS (ZODIAC 
HYDRAULICS)

STG 3300417161
Pr 1130
Pr 1131

03
A
C

AQPS_2023_STI
France_CP_SAO 56

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN TRANSMISSION SYSTEMS BLRF032901
PR 1130

AQPS_1532

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY SAFRAN TRANSMISSION SYSTEMS BLRF032901
PR 1131

AQPS_1532

ZINC-NICKEL ZINC-NICKEL PLATING ARUDY NORMES INTERNATIONALES AMS 2417 K
ZINC-NICKEL ZINC-NICKEL PLATING ARUDY NADCAP AC 7108 6285219681
ARGENTAGE SILVER PLATING ARUDY SAFRAN HELICOPTER ENGINES 

(TURBOMECA)
Pr-1100

CCT 00545
B
K

RQPS 300281925

ARGENTAGE SILVER PLATING ARUDY SAFRAN AIRCRAFT ENGINES DMP12 – 050
Pr - 1110

D
B

SYNERGIE/2542

ARGENTAGE SILVER PLATING ARUDY SPECIFICATIONS INTERNATIONALES EN 2786 2008
ARGENTAGE SILVER PLATING ARUDY GOODRICH 109-013 D F038 2016
ARGENTAGE SILVER PLATING ARUDY GOODRICH 109-014 B F033 2021
ARGENTAGE SILVER PLATING ARUDY NADCAP AC 7108 6285219681
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY AIRBUS ADET 0268 A 168972
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY AIRBUS AIPS02-05-005 2 168972
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY AIRBUS AIPS02-05-003 2 168972
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY RATIER FIGEAC FN 83 2 02/22/001/14365
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY SAFRAN LANDING SYSTEMS WB & SE 

(MESSIER BUGATTI)
AMS 2700

IFC 40-742-01
Pr 1050

2017-082

PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS 2201
AMS 2700

2017-082

PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY SAFRAN LANDING SYSTEMS WB, SE & LG 
(MESSIER DOWTY & MESSIER BUGATTI)

AMS 2700
Pr 1050

PCS 2201

F
D
03

SPQC-01791

PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY SAFRAN POWER UNITS (MICROTURBO) PAQ 58C412
Pr 1050

C
D

17-111

PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY DASSAULT AVIATION DGQT 0.4.2.0074 E DGQT 59558
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY SAFRAN AEROSYSTEMS (ZODIAC 

HYDRAULICS)
NT5080219

Pr 1050
C
D

AQPS_2023_STI
France_CP_SAO 56

PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY SAFRAN VENTILATION SYSTEMS 
(TECHNOFAN)

Pr-1050
ITG 4617011023

AMS 2700

D
14
F

SVS_2018-024

PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY GOODRICH 104-012 E 2011 80
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY LIEBHERR MFT 0128 10 MPH0108
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY CESA EP038 5 EC029
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY SPECIFICATIONS INTERNATIONALES AMS 2700 F
PASSIVATION INOX STAINLESS STEELS PASSIVATION ARUDY NADCAP AC 7108 6285219681
POLISSAGE ELECTROLYTIQUE ELECTROLYTIC POLISHING ARUDY SAFRAN LANDING SYSTEMS WB & SE 

(MESSIER BUGATTI)
IFC 40-723-01 6 2017-017

POLISSAGE ELECTROLYTIQUE ELECTROLYTIC POLISHING ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

ITC 40-723-01 MD
ITF 40-723-01 MD

01
2

KLL 2017-200

POLISSAGE ELECTROLYTIQUE ELECTROLYTIC POLISHING ARUDY SAFRAN HELICOPTER ENGINES 
(TURBOMECA)

CCT 00512 B RQPS 300281925
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POLISSAGE ELECTROLYTIQUE ELECTROLYTIC POLISHING ARUDY HOWMET DIN65230
POLISSAGE ELECTROLYTIQUE ELECTROLYTIC POLISHING ARUDY SAFRAN VENTILATION SYSTEMS 

(TECHNOFAN)
ITG4617011024 13 SVS_2024-PEL ind 1

POLISSAGE ELECTROLYTIQUE ELECTROLYTIC POLISHING ARUDY SPECIFICATIONS INTERNATIONALES EN3769 1997
POLISSAGE ELECTROLYTIQUE ELECTROLYTIC POLISHING ARUDY NADCAP AC 7108 6285219681
PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN LANDING SYSTEMS WB & SE 
(MESSIER BUGATTI)

IFC 40-741-01
Pr 1060

07
A

2017-018

PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

ITF 40-741-01 /02MD
ITC 40-741-01 /02MD

02
04

KLL 2017-183

PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN LANDING SYSTEMS (MESSIER 
DOWTY + MESSIER BUGGATI)

PCS 2202 1 QPS2025-98

PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN POWER UNITS (MICROTURBO) PAQ 58C413
Pr 1060

A
A

17-017

PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN HELICOPTER ENGINES 
(TURBOMECA)

CCT 00537 E RQPS 300281925
PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN ELECTRONICS & DEFENCE (SAGEM) Pr-1060
STG 3300374243

A
04

AQPS_2017_M_374

PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN AEROSYSTEMS (ZODIAC) Pr-1060
SAO STD P 4623

A
00

AQPS_2023_STI
France_CP_SAO 56

PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN AIRCRAFT ENGINES DMP 12-013 C AQPS 1495
PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN SEATS NTG-016 G STI-NTG016-20240705
PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY SAFRAN TRANSMISSION SYSTEMS BLRF031701, Pr-1060 et 
DMP12-013

A
A
C

2025 AQPS-1495

PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY CESA EP095 1 CER-115
PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY AIRBUS AIPS 02-05-004 2 168972
PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY AIRBUS ADET 0081 C 168972
PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY GOODRICH 114-012 B 2011 80
PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY RATIER FIGEAC FN137
MP 44-029-00

00
G

02/26/001/14365

PHOSPHATATION AU MANGANESE SUR 
ACIERS

MANGANESE PHOSPHATING OF STEELS ARUDY NADCAP AC 7108 6285219681
BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN LANDING SYSTEMS WB & SE 

(MESSIER BUGATTI)
IFC 40-756-01

Pr 1020
06
A

2017-016

BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS 2200 2 KLL 2017-201
BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN AEROSYSTEMS (ZODIAC 

HYDRAULICS)
Pr-1020

SAO STD P 4625
A
00

AQPS_2023_STI
France_CP_SAO 56

BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN AERO BOOSTERS (TECHSPACE 
AERO)

DMP 12-008 (Pr 1020) B
A

696

BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN TRANSMISSION SYSTEMS 
(HISPANO-SUIZA)

BLRF 030202
DMP 12-008 (Pr 1020)

F
B
A

AQPS 0867

BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN HELICOPTER ENGINES 
(TURBOMECA)

Pr-1020
CCT 00728

A
A

RQPS 300281925

BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN POWER UNITS (MICROTURBO) PAQ 58C414 A 16-186
BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN ELECTRONICS & DEFENCE (SAGEM) Pr-1020

STG 3300464868
A
05

AQPS_2018_M_490

BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN ELECTRONICS & DEFENCE (SAGEM) STG 3300464868 5 AQPS_2018_M_490
BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SAFRAN ELECTRICAL AND POWER RT 044028 A AQPS_506283-131
BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY LIEBHERR MFT0381 2 MPH0435
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BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY ARCONIC 1702 07 D Hydrometal
BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY ALKAN Z009-320-000A0000 4 AQF202497
BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY SPECIFICATIONS INTERNATIONALES AMS 2485 M
BRUNISSAGE CHIMIQUE BLACK OXYDE TREATMENT FOR STEELS ARUDY NADCAP AC 7108 6285219681
CHROMATATION ALODINE 1200 ALODINE 1200 CHEMICAL CONVERSION 

COATING
ARUDY SAFRAN LANDING SYSTEMS WB & SE 

(MESSIER BUGATTI)
IFC 40-743-01

Pr 1010
08
A

2021-004

CHROMATATION ALODINE 1200 ALODINE 1200 CHEMICAL CONVERSION 
COATING

ARUDY SAFRAN LANDING SYSTEMS WB & SE 
(MESSIER BUGATTI)

IFC 40-743-01
Pr 1010

08
A

2017-027

CHROMATATION ALODINE 1200 ALODINE 1200 CHEMICAL CONVERSION 
COATING

ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS 2220
Pr 1010

04
A

2021-043

CHROMATATION ALODINE 1200 ALODINE 1200 CHEMICAL CONVERSION 
COATING

ARUDY SAFRAN HELICOPTER ENGINES 
(TURBOMECA)

CCT_00608 RQPS_300001499
CHROMATATION ALODINE 1200 ALODINE 1200 CHEMICAL CONVERSION 

COATING
ARUDY AIRBUS AIPI02-05-001

AIPS 02-05-001
2
3

168972

CHROMATATION ALODINE 1200 ALODINE 1200 CHEMICAL CONVERSION 
COATING

ARUDY AIRBUS ATLANTIC SEP 001 E AQ-506-17
CHROMATATION ALODINE 1200 ALODINE 1200 CHEMICAL CONVERSION 

COATING
ARUDY NADCAP AC 7108 6285219681

CONVERSION CHIMIQUE SURTEC 650 SURTEC 650 CHEMICAL CONVERSION 
COATING

ARUDY AIRBUS ATLANTIC SEP 001 D AQ-643-22
OXYDATION ANODIQUE TARTRO-
SULFURIQUE (TSA)

TARTARIC SULPHURIC ANODIZING (TSA) ARUDY AIRBUS AIPS 02-01-003 3 168972
OXYDATION ANODIQUE TARTRO-
SULFURIQUE (TSA)

TARTARIC SULPHURIC ANODIZING (TSA) ARUDY AIRBUS ATLANTIC SEP 030 B AQ-509-17
OXYDATION ANODIQUE TARTRO-
SULFURIQUE (TSA)

TARTARIC SULPHURIC ANODIZING (TSA) ARUDY CESA IFC 09-310 / CER-161
OXYDATION ANODIQUE TARTRO-
SULFURIQUE (TSA)

TARTARIC SULPHURIC ANODIZING (TSA) ARUDY DASSAULT AVIATION DGQT 0.4.2.0439 B DGQT 59558
OXYDATION ANODIQUE TARTRO-
SULFURIQUE (TSA)

TARTARIC SULPHURIC ANODIZING (TSA) ARUDY NADCAP AC 7108 6285219681
TSA + POST-TRAITEMENT (ALODINE 1200) TSA + POST-TREATMENT (ALODINE 1200) ARUDY CESA IFC 09-310 / CER-161
TSA + POST-TRAITEMENT (ALODINE 1200) TSA + POST-TREATMENT (ALODINE 1200) ARUDY AIRBUS AIPI/AIPS 02-01-003 A4

3
168972

DECONTAMINATION (PIECES EN CONTACT 
AVEC HUILE OU CARBURANT)

CLEANLINESS OF PARTS IN CONTACT 
WITH OIL OR FUEL

ARUDY SAFRAN HELICOPTER ENGINES 
(TURBOMECA)

CCT_00751
CCT-00752
ST_02610

D
D
K

RQPS 300279523

DECONTAMINATION (PIECES EN CONTACT 
AVEC HUILE OU CARBURANT)

CLEANLINESS OF PARTS IN CONTACT 
WITH OIL OR FUEL

ARUDY ARCONIC 1702 07 D Hydrometal

DETENTE STRESS RELIEF HEAT TREATMENT ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

IFC 40-606-01MD 2 KLL 2017-181
DETENTE / DEGAZAGE STRESS RELIEF / DE-EMBRITTLEMENT ARUDY DASSAULT AVIATION DGQT 0.4.2.0376 A DGQT 59558
PLASTIFICATION AU RILSAN RILSAN PLASTIC COATING ARUDY SAFRAN LANDING SYSTEMS WB & SE 

(MESSIER BUGATTI)
IFC 40-872-04
IFC 40-872-01

04
7

2017-048

PLASTIFICATION AU RILSAN RILSAN PLASTIC COATING ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

ITF 40-872-04MD
IFC 40-872-01MD

01
7

KLL 2017-185

PLASTIFICATION AU RILSAN RILSAN PLASTIC COATING ARUDY CESA IFC09-070 / IF 09-09
CONTRÔLE NITAL (TYPE 1) ETCH INSPECTION (TYPE 1) ARUDY SAFRAN LANDING SYSTEMS WB & SE 

(MESSIER BUGATTI)
IFC 40-936-01 3 KLL2015/190

CONTRÔLE NITAL (TYPE 1) ETCH INSPECTION (TYPE 1) ARUDY RATIER FIGEAC IGC 07 BM 0817 Q 06/13/001/14365
CONTRÔLE NITAL (TYPE 1) ETCH INSPECTION (TYPE 1) ARUDY AIRBUS AITM 6-3006 2 168972
CONTRÔLE NITAL (TYPE 1) ETCH INSPECTION (TYPE 1) ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 

DOWTY)
PCS 3600

Pr 1300-101
04
A

KLL18-053

CONTRÔLE NITAL (TYPE 1) ETCH INSPECTION (TYPE 1) ARUDY SAFRAN AERO BOOSTERS (SNECMA) Pr 1300-101 A SAFRAN AB-AE-TS/1823
CONTRÔLE NITAL (TYPE 1) ETCH INSPECTION (TYPE 1) ARUDY GOODRICH 103-004 A F 003 2021
CONTRÔLE NITAL (TYPE 1) ETCH INSPECTION (TYPE 1) ARUDY NADCAP AC 7108 6285219681



STI FRANCE / SURTIP - EQ 08-15

Page 5 / 

QUALITIFICATIONS STI FRANCE

Procédé (FR) Treatment (EN) Site Donneur d'ordre / Customer Norme applicable / 
Specification

Indice / 
Issue

N° de qualification / Approval 
No.

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY SAFRAN LANDING SYSTEMS WB & SE 
(MESSIER BUGATTI)

IFC 40-931-01 13 2018-014

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS3200
Pr5000

05
E

KLL18-008

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS4102
PCS3002
PCS3200
Pr5000

04
02
05
05

KLL18-008

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY SAFRAN HELICOPTER ENGINES 
(TURBOMECA)

CCT 00418
Pr 5000
IN 5000

J
05
C

RQPS 300316860

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY SAFRAN POWER UNITS (MICROTURBO) PAQ 58C715
Pr 5000

F
05

17-123

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY SAFRAN VENTILATION SYSTEMS 
(TECHNOFAN)

Pr 5000 5 SVS_2021-004
RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY SAFRAN AIRCRAFT ENGINES DMC0010

Pr-5000
J

05
Synergie / 2557

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY RATIER FIGEAC IGC 07BM542 AH 06/02/001/14365
RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY AIRBUS AITM 6-1001 17 168972
RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY DASSAULT AVIATION DGQT 1.0.1.0020

DGQT 0.8.3.0005
DGQT 1.0.1.0286

D
H
B

DGQT 64269

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY SONACA NE 07-001
PS 6.8101

M
Y

780.0056/10

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY GOODRICH ST 2452 (Remplace l'IGQ 04-
25-101)

C F0382016

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY NORMES INTERNATIONALES ASTM E1417
AMS 2644

QPL AMS 2644

21
H

RESSUAGE FLUORESCENT PENETRANT INSPECTION ARUDY NADCAP AC7114/1 6285218562
MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY SAFRAN LANDING SYSTEMS WB & SE 

(MESSIER BUGATTI)
IFC 40-932-01

Pr 5300
07
E

2018-014

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS 3100
Pr 5300

06
E

KLL18-008

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY SAFRAN HELICOPTER ENGINES 
(TURBOMECA)

CCT 616
Pr 5300
IN 5300

F
E
B

AQPS 300316860

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY SAFRAN AIRCRAFT ENGINES BLRJ 080301
DMC 0070

Pr 5300

C
G
E

Safran AB-AE-TS
/ 1452-Rev00

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY SAFRAN TRANSMISSION SYSTEMS 
(HISPANO-SUIZA)

BLRJ 080301
DMC 0070

Pr 5300

C
G
E

Safran AB-AE-TS
/ 1452-Rev00

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY SAFRAN POWER UNITS (MICROTURBO) PAQ 58C714
Pr 5300

B
E

17-122

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY CESA EP-136 1 CER-170
MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY RATIER FIGEAC IGC 07-BM-957 AA 06/02/001/14365
MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY AIRBUS IGC 04-25-105 H 168972
MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY AIRBUS AITM 6-2001 6 168972
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MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY DASSAULT AVIATION DGQT 0.8.3.0050
DGQT 1.0.1.0073

E
0

DGQT 64269

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY SONACA NE 52-001
PS 6.8201

F
L

780.0056/10

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY GOODRICH ST2453 B F0382016
MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY NORMES INTERNATIONALES ASTM E1444

AMS 2641
AMS 3046
AMS 3044

2022
D
H
G

MAGNETOSCOPIE MAGNETIC PARTICLE INSPECTION ARUDY NADCAP AC7114/2 6285218562
DECAPAGE EN BAINS DES ALLIAGES 
D'ALUMINIUM SANS FLUORURE

FLUORIDE-FREE IMMERSION ETCHING OF 
ALUMINIUM ALLOYS

ARUDY DASSAULT AVIATION DGQT 0.4.2.0415 B DGQT 59558

ROLLSCAN (CONTRÔLE BARKHAUSEN) ROLLSCAN (BARKHAUSEN NOISE 
INSPECTION)

ARUDY SAFRAN LANDING SYSTEMS LG (MESSIER 
DOWTY)

PCS3700
Pr5170

02
A

KLL18-008

SABLAGE SEC DRY SAND BLASTING ARUDY AIRBUS AIPS02 02 002 2 168972
MARQUAGE A L'ENCRE INK MARKING ARUDY DASSAULT AVIATION DGQT 0.4.2.0418 B DGQT 59558
MARQUAGE A L'ENCRE INK MARKING ARUDY SAFRAN PCS6000 4 Certification
METALLISATION ELECTRICAL BONDING (METALLIZATION) ARUDY AIRBUS AIPI/AIPS 07-01-006 B3

11
168972

COLLAGE ECCOBOND 104 ECCOBOND 104 ADHESIVE BONDING ARUDY SAFRAN TRANSMISSION SYSTEMS 
(HISPANO-SUIZA) SAFRAN AIRCRAFT 

ENGINES

DMP 51-022
BLRF 074501

AE-AB-TS 1010

DEPOT ELECTROLYTIQUE DECORATIF 
SUR METAL

DECORATIVE ELECTROPLATING ON 
METAL

ARUDY SAFRAN SEATS FRANCE NTG-041 E PRODEC-NTG041-20230322
NICKELAGE CHIMIQUE ELECTROLESS NICKEL PLATING ARUDY RATIER FIGEAC FN 178 0 02/17/001/14365
ARGENTAGE SILVER PLATING ARUDY SAFRAN ELECTRICAL & POWER RT200079 6 506283-132
MESURE DE CONDUCTIVITE ELECTRIQUE DETERMINATION OF ELECTRICAL 

CONDUCTIVITY
ARUDY AIRBUS AITM 6-6004 8 168972

MESURE DE CONDUCTIVITE ELECTRIQUE DETERMINATION OF ELECTRICAL 
CONDUCTIVITY

ARUDY DASSAULT AVIATION DGQT 1.0.0.0040 D DGQT 64269


